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CERTIFICATE OF ANALYSIS 

 

In house lab analysis.  

 

Date: 29-Jul-2013 

Product: Perfobent API 

Lot #: Jun-14-13 

 

 

TEST        SPEC.    RESULTS   METHOD 

 

 

Viscometer Reading @ 600 rpm     30 min        37   ATP-2005 

 

Plastic Viscosity, cp         11         “ 

 

Yield Point, lb/100ft
2
       15~25   16   ACCTP2005  

 

Yield Point/Plastic Viscosity Ratio      3 max   2.11   ACCTP2005 

 

Filtrate Volume, ml       15 max   14.2   ATP-2003 

 

Residue > 75micrometers % by wgt.     4.0 max   1.78   ATP-1015 

 

Marsh Cone/Funnel Test     35~52 sec.   37   ACCTP 1014 

 

 

 

 

 

 

 

Analyzed by: Carolina Mendoza 

 

Approved by: Sonia Muro Torres         
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